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REPORT: V98-25266.0 ( COMPLETE ) REFERENCE:

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: D. ALEXANDER
PROJECT: NONE GIVEN1 DATE RECEIVED: 04-NOV-98 DATE PRINTED: 9-NOV-98
DATE NUMBER OF LOWER

APPROVED ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
981106 1 AuGrav Gold (Grav.) 65 0.005 OPT FIRE ASSAY FIRE ASSAY

e v e v e ke e e 3 e ok v e v e 2k e sk e e ok e sk e sk e 3k ok e ok e ke ke ke e e ke ke o e e vk ok ke ok ok Sk ke ke ke ol ke ke ke ke e ok ok ok o ok ok o e ok ok ok e ok o ok e ok o e ke ke ke

This report must not be reproduced except in full. The data presented in this
report is specific to those samples identified under "Sample Number" and is
applicable only to the samples as received expressed on a dry basis unless
otherwise indicated

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT:
REPORT :

PROJECT: NONE GIVEN1
9-NOV-98

BROHM MINING CORPORATION

V98-25266.0 ( COMPLETE ) DATE PRINTED: PAGE 1 OF 3

SAMPLE

SAMPLE

NUMBER

NUMBER

Q2 R98-1073 0-5 0.014 Q2 R98-1073 200-205 <0.005
Q2 R98-1073 5-10 0.015 Q2 R98-1073 205-210 0.091
Q2 R98-1073 10-15 0.034 Q2 R98-1073 210-215 <0.005
Q2 R98-1073 15-20 0.038 Q2 R98-1073 215-220 <0.005
Q2 R98-1073 20-25 0.014 Q2 R98-1073 220-225 <0.005

Q2 R98-1073 25-30 0.097 Q2 R98-1073 225-230 0.022
Q2 R98-1073 30-35 <0.005 Q2 R98-1073 230-235 0.005
Q2 R98-1073 35-40 <0.005 Q2 R98-1073 235-240 0.013
Q2 R98-1073 40-45 <0.005 Q2 R98-1073 240-245 0.020
Q2 R98-1073 45-50 <0.005 Q2 R98-1073 245-250 0.016
Q2 R98-1073 50-55 <0.005 Q2 R98-1073 250-255 0.018
Q2 R98-1073 55-60 <0.005 Q2 R98-1073 255-260 0.012
Q2 R98-1073 60-65 <0.005 Q2 R98-1073 260-265 <0.005
Q2 R98-1073 65-70 0.041 Q2 R98-1073 265-270 0.012
Q2 R98-1073 70-75 <0.005 Q2 R98-1073 270-275 0.009
Q2 R98-1073 75-80 <0.005 Q2 R98-1073 275-280 0.007
Q2 R98-1073 80-85 0.022 Q2 R98-1073 280-285 0.009
Q2 R98-1073 85-90 0.014 Q2 R98-1073 285-290 0.012
Q2 R98-1073 90-95 0.017 Q2 R98-1073 290-295 0.0Mm
Q2 R98-1073 95-100 0.029 Q2 R98-1073 0.014

295-300

Q2 R98-1073 100-105 <0.005 300-305 <0.005
Q2 R98-1073 105-110 0.008 Q2 R98-1073 305-310 0.012
Q2 R98-1073 110-115 0.009 Q2 R98-1073 310-315 013
Q2 R98-1073 115-120 0.006 Q2 R98-1073 315-320 0.006
Q2 R98-1073 120-125 0.057 Q2 R98-1073 320-325 <0.005

Q2 R98-1073 125-130 0.059
Q2 R98-1073 130-135 0.020
Q2 R98-1073 135-140 0.030
Q2 R98-1073 140-145 0.046
Q2 R98-1073 145-150 0.007
Q2 R98-1073 150-155 0.013
Q2 R98-1073 155-160 0.086
Q2 R98-1073 160-165 0.086
Q2 R98-1073 165-170 0.029
Q2 R98-1073 170-175 0.012

Q2 R98-1073 175-180 0.014
Q2 R98-1073 180-185 .013
Q2 R98-1073 185-190 <0.005
Q2 R98-1073 190-195 .009
Q2 R98-1073 195-200 0.016

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1
REPORT: V98-25266.0 ( COMPLETE ) DATE RECEIVED: 04-NOV-98 DATE PRINTED: 9-NOV-98 PAGE 2 OF 3

BCC GOLD STD 90-1 0.183

Number of Analyses 1
Mean Value 0.1833
Standard Deviation -
Accepted Value 0.184
BCC Au Std.10 0.013
Number of Analyses 1
Mean Value 0.0131
Standard Deviation -
Accepted Value 0.012
BCC Au Std.8 0.032
Number of Analyses 1
Mean Value 0.0324
Standard Deviation -
Accepted Value 0.031

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1
REPORT: V98-25266.0 ( COMPLETE ) DATE RECEIVED: 04-NOV-98 DATE PRINTED: @-NOV-98 PAGE 3 OF 3
SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT NUMBER UNITS OPT
R98-1073 25-30 0.097

Duplicate 0.103

R98-1073 85-90 0.014

Duplicate 0.013

R98-1073 140-145 0.046

Duplicate 0.037

R98-1073 165-170 0.029

Prep Duplicate 0.034

R98-1073 195-200 0.016

Duplicate 0.025

R98-1073 250-255 0.018

Duplicate 0.023

R98-1073 275-280 0.007

Prep Duplicate 0.013

R98-1073 310-315 0.013

Duplicate 0.014

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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Intertek Testing Services
Bondar Clegg

Vancouver, B.C. Canada
PRURGENT ¢ CONFIDERTIAL"

To: BROEM MINING CORFORATION Qur Fax No: {604) 985-1071
Attantion : Your Fax No: 1-605-578-1709
Reference : Number of Pages : 2 including this page.

Submitter : D. ALEXANDER

Report : V98-25266.0 gtatus : COMPLETE Total number of samples: 65
Element Method Totl Element Nethod Totl Element Method Totl
RuGrav FIRE ASSAY €5
- sample Preparations Totl | Sample Type Totl | Size Fraction Totl | Remarks
| | ]
CRUSH/SPLIT & PULV. 65 | OTHER DRILL TYPES 6% | -150 65
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1f you do not receive the entire transmission in legible form, please call us at (604) 985-0681,



CLIENT: BROEM MINING CORPORATION
REPORT: V98-25266.0 { COMPLETE }

SAMPLL
NUMBER

Q2 R98-1073
Q2 R98-1073
02 R98-1073
Q2 R38-1073
Q2 R98-1073

92 R98-1073
Q2 R98-1073
Q2 R98-1073

Q2 R98-1073

Q2 R98-1073

Q2 R98-1073
Q2 R98-1073
Q2 R98-1073
Q2 R98-1073
Q2 R96-1073

92 R98-1073
Q2 R98-1073
Q2 R9E-1073
Q2 R98-1073
Q2 R98-1073

Q2 R98-1073
Q2 R38-1073
Q2 R38-1073
Q2 R98-1073
92 R98-1073

92 R38-1073
Q2 R98-1073
Q2 R38-1073
Q2 R98-1073
Q2 R98-1073

Q2 R98-1073
Q2 R98-1073
Q2 R98-1073
Q2 R98-1073
Q2 R98-1073

02 R98-1073
Q2 R98-1073
02 R98-1073
02 R98-1073
Q2 R99-1073

TS

ELEMENT AuGrav
UNITS orT

0-5 0.014
§=10 6.01%
10-1% 0.034
16-20 0.038
20-25 0.014
25-30 0.0%7
30-35 <0.005
35-40 <0.008
§0-45 <0.005
45-50 <0.005
§0=55 <0.005
55-60 <0.005
€0-65 <0.005
65~70 0.041
70-78 <0.008
75-80 <0.00%
80-88 0.022
85-90 6.014
90-95 0.017
95-100 0.029
100-105 <0.005
105-110 0.008
110-11% 0.009
115-120 0.006
120-128 0.057
125-130 0.059
130-135% 0.020
135-140 6.030
140-14% 0.04¢
145-150 6.007
150-18% 0.013
155-160 0.086
160-165 0.086
165-170 06.029
170-178 0.012
175-180 0.014
180-185 ¢.013
185-190 <0.005
190-19% . 0.009
195-200 0.016

Intertek Testing Services
Bondar Clegg

DATE RECEIVED: 04-NOV-98

DATE PRINTED:
SAMPLE ELEMINT HRuGrav
RUMBER UNITS 0T
92 R38-1073 200-20% <0.005
Q2 R98-1073 205-210 0.091
Q2 R98-1073 210-21% <0.005
Q2 R98-1073 215-220 - <0.005
Q2 R98-1073 220-225 <0,005
Q2 R98-1073 225-230 0.022
Q2 R98-1073 230-235 0.005
Q2 R98-1073 235-240 0.013
92 R98-1073 240-245 0.020
Q2 R98-1073 245-250 0.016
Q2 R98-1073 250-255 G.018
Q2 R98-1073 255-260 0.012
Q2 R98-1073 260-265 <0.005
Q2 R98-1073 265-270 0.012
©2 R98-1073 270-275 0.009
Q2 R98-1073 275-280 0,007
Q2 R98-1073 280-285 0.009
Q2 R98-1073 285-290 0.012
02 R98-1073 290-295 0.011
02 R98-1073 298-300 0.014
Q2 R98-1073 300-305 <0.005
Q2 R98-1073 305-310 0.012
Q2 R98-1073 310-315 0.013
Q2 R98-1073 315-320 0.00¢
Q2 R98-1073 320-328 <0.005
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FAGE 1 OF 1





